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Investigation of Role of Fly Ash As An Alternative Binder In Stabilization Process of 
Polluted Waste Sediment From Industrial Port Ernesto Silitonga* aUniversitas Negeri 
Medan, jalan Willem Iskandar Medan Estate, Medan 20221, Indonesia aemail: 
ernestosilitonga@unimed.ac.id. Abstract Due to the high demand of the management 
of waste sediment from industrial port in France. The reuse of this particular material is 
urgently needed to realize.  
 
The stabilization is one of the methods proposed. The high content of heavy metal in 
this waste makes it difficult to stabilize it just only with normal hydraulic binders. Fly ash 
utilized in this study is a byproduct of from local coalmines.  
 
The main idea is to maximize the utilization of waste material by stabilizing waste with a 
waste material. The application of the reuse of the waste sediment is as material in road 
construction work. First step is identifying the initial characteristics of waste sediment 
and binders used in this study.  
 
The chemical test is implemented as well to find out the heavy metal content in the 
waste. The next step is formulating the ideal composition of the binders in the mixtures. 
In order to verify the capabilities of stabilization process (with fly ash) to meet de needs 
on road construction is done by realizing several geotechnical tests.  
 
The result shows that the heavy metal content of the waste sediment is categorized in a 
medium level (non hazardous waste). The mixture with highest strength value is not 
exactly with the highest content of fly ash. The water sensitivity test confirmed that the 
mixture without any fly ash content couldn’t survive to mouillage-sechage cyclic test. .  
 



The Unconfined compressive strength and tensile test shows that the addition of fly ash 
clearly provides an additional performance especially at long term of curing age. The fly 
ash addition helps to improve the engineering properties and the result confirmed that 
the waste sediment stabilized with fly ash could and safe to be used as replacement 
material in sub base course in road pavement. Keywords: Fly ash, polluted waste 
sediment, stabilization, unconfined compressive strength, mouillage-sechage.  
 
------------------------------------------------------------------------ * Corresponding 
author. E-mail address: ernestosilitonga@unimed.ac.id. Introduction The important 
increase of volume of waste material from dredging work is making the port authority 
overwhelmed in finding solution. The classical technique, such as rejecting the waste 
material after is not an option anymore. Rejecting the waste in to the sea is categorized 
as illegal action.  
 
Precedent research stated that rejecting action could affect and harm the surrounding 
environment [1]. Especially after the European regulation concerning this particular 
waste material has been established. According to this regulation all the waste material 
dredged is considered as a polluted material, and should be dispose to the special area 
and stabilize until the heavy metal content categorized as an inert waste, then the waste 
material is considered safe to be reused again.  
 
The disposal site method already realized in several countries. The problem with this 
method is the high cost; the disposal site method almost cost 75% from the total cost of 
management waste material. [2]. Disposal site method is not suitable for Medium–large 
level port.  
 
Beside the disposal site method, a method of reusing this sediment is one of the most 
recommended solutions to solve the waste problem. In France road construction 
consumed almost 50% of the recycled material [3]. This is the reason why this domain 
application is very popular. The waste sediment from dredging material normally 
composed of high percentage of heavy metal [4].  
 
Due to its high content of heavy metal, the chemical treatment such as stabilization with 
usual hydraulic binders is not satisfying the necessity on improving the engineering 
properties on the road pavement work [5, 6]. The present of heavy metal in the waste 
sediment obstruct the cement or lime hydration, and directly effect the strength gained 
of the sample [7].  
 
The previous study shows that the evolution of strength on sample stabilized with only 
hydraulic binders shows an insignificant increase [8]. To improve a waste material with 



high content of heavy metal, it required a binder with a high active reaction. Several 
researches already tried to stabilize waste sediment with high content of heavy metal. 
Silica fume is one of the most reactive Pozzolanic binders.  
 
This binder is commonly used in concrete to produce a high performance concrete. A 
research conducted by Silitonga, working on waste sediment with high percentage of 
heavy metal especially the content of Cadmium (cd) and Zinc (Zn) [9]. The result of the 
sample with silica fumes content show an important increase of the compressive 
strength value.  
 
This increase started since 7 days of curing age and up until 180 days of curing age, the 
strength evolution still shows an significant increase, if compared to sample mixed only 
with cement. The addition of Silica fume clearly shows an additional strength on the 
sample and achieves the requirement needed in road structure pavement.  
 
Initial Characteristic of Material. Port of Cherbourg is considered as one of the biggest 
Industrial Port in Basse Normandie Port. Due to its high industrial activities, the waste 
sediments from dredging work is assumed as material contaminated with heavy metal. 
The sediment is taken from four sampling locations along Port of Cherbourg (see Figure 
1). These locations are PoC_1, PoC_2, PoC_3 and PoC_4.  
 
These locations are assumed as the locations with highest heavy metal content. After 
being dredged the sediment will be disposed in a designed area to prevent the micro 
pollutant dispersed in surrounding environment. The hydraulic binders (cement and 
lime) utilized in this paper are the common binders used in soil stabilization work.  
 
The Pozzolanic binder used in this study is fly ash. Two types of fly ash are used; namely 
Sode and Sop are a waste from by product from two local mining. This means that initial 
characteristic of Sode and Sop is different. These two type of fly ashes (Sode and Sop) is 
pure waste, its have never been treated by any treatment, the idea is to treat waste with 
a waste, to maximize the reutilization of waste material. / Figure.  
 
1 Sampling locations on Port of Cherbourg Particle Size Distribution Particle size 
distribution is well known has an important role in engineering characteristics of a 
material. The waste sediments consists of fine particle, due to this reason, the particle 
size distribution test is realized using Laser Granulometric Diffracto meter (LGD), 
because LGD can identify the particle size to <2 µm. The particle size distribution of Fly 
ashes (Sode and Sop) is identified using LGD.  
 
The result from LGD is shown in table 1. Table 1: Particle size distribution of waste 



sediment and fly ashes. Parameters _PoC1 _PoC2 _PoC3 _PoC4 _Sode _SOP _ _D10 (µm) 
_9 _10.1 _8.5 _11.2 _3.2 _2.1 _ _D50 (µm) _11.2 _8 _7.6 _9.6 _19.2 _17.5 _ _D90 (µm) _51.4 
_47.8 _60.9 _55.3 _83 _68 _ _<2 µm (%) _6.1 _4 _3 _1.9 _17 _24 _ _2 - 63 µm (%) _76 _68 
_77 _79.8 _75 _72.7 _ _> 63 µm (%) _17.2 _28 _18.9 _18,4 _8 _3.3  
 
_ _As shown in table 1, the particle size distribution of waste sediment from dredging 
work content of fins particle. The particle size of waste sediment from four different 
sampling locations shows almost similar pattern. This result shows the homogeneity of 
the waste sediment taken from 4 different sampling locations.  
 
The majority of particle size of waste sediment is in range of 2 – 63 µm, this means that 
majority of the particle of waste sediment classified as silt loam size. Several researchers 
already identified the waste of different locations in France. Colin [10] both are working 
on dredged sediment of Port Le Havre. Their result stated that the dredged waste 
sediment of Port le Havre is in range of 2 - 63 µm (silt class).  
 
A previous study worked on waste sludge in to brick shows the same range of particle 
size [11]. Zhibo identified the particle size distribution of waste dredged sediment of 
Port of Cherbourg [7] (in other side ot Port) find out that the Majority particle size 
distribution of waste sediment is around 2 - 63 µm.  
 
Silitonga in his study worked with waste sediment from dredging project of Port en 
Bessin, the result show almost the same trend, the majority particle size of the dredged 
sediment is 2 - 63 µm [12]. This result confirmed that the majority particle size of waste 
dredged sediment in France is in range of 2 - 63 µm. The Pozzolanic binder used in this 
study is Fly ash, which divided in to two different types; Fly ash type 1 (Sode) and Fly ash 
type 2 (Sopo).  
 
The particle size of the two types of fly ashes is presented in Table 1. The majority of 
particle size of fly ashes is in range of 2 - 63 µm. from this point of view, we can say that 
the majority of particle size of fly ash is in the same size with waste sediment. Contrary 
to this result, the common fly ash that usually used in soil stabilization is much finer.  
 
This result is because the fly ash used in this study is the fly ash that taken directly from 
local mine. These two fly ashes has never been subjected to any test. From table 1, the 
fly ash possesses almost 2-3 times (17%-24%) of finest size of particle (<2 µm) than 
waste sediment. According to Silitonga [13], in his study stated that the particle size in 
range of 2 - 63 µm, plays an important role on strength gained process, especially for 
binder (hydraulics or Pozzolanic) the binder with more percentage of particle with size 
of < 2 - µm, will be more reactive than others Chemical Characteristic.  



 
In order to identify the content of micro pollutant of heavy metal in waste sediment, the 
chemical characterization is realized using Leaching test. The leaching test result for 
waste sediment is presented in table 2. In order to the help categorizing the waste 
sediment, the researchers use reference limit from Decision of Council of European 
Union [14].  
 
According to this classification, all the dredged material is automatically considered as a 
waste material and harmful for the environment and human, so after the dredging 
process, the waste should be disposed in special area, to prevent the disperse of the 
micro pollutant in to the environment surround. After being disposed the waste 
sediment subjected to stabilization process and after the content of micro pollutant 
categorized as inert waste, then it considered safe to be reused. The Council of 
European Union classification is divided in three categorizes; inert waste, non hazardous 
waste and Hazardous waste.  
 
This classification is presented in Table 3. It shows the result of chemical test. The 
chemical content of binders has an important role on strength gained process. The 
previous study [15] shows that one of the most influences on this gaining strength 
process is the CaO free. From table 4 we can state that Sop posses more percentage of 
CaO free than SOP, from this point of view, we could assume that Sop is more reactive 
than Sode, Automatically the sample with Sop content will perform higher strength than 
sample mixed with Sode.  
 
According to ASTM C-618-98 [16], one of the most important factors to identify the 
reactivity of the Pozzolanic binder is the total amount of SiO2, Fe2O3 and Al2O3. If the 
percentage of fly ash content in the mixture is equal or more than 70%, then that 
particular Pozzolanic binder assumed would reacts stronger than other. In table 4 we 
can observe that the total amount of SiO2, Fe2O3 and Al2O3, is 76% contrary, the SOP 
only posses From this result we can concluded that the Sode assumed will be more 
reactive than SOP. Table 2: Particle size distribution of waste sediment and fly ashes. 
Micropollutant _PoC 1 _PoC 2 _PoC 3 _PoC 4 _ _As (mg/kg) _1.8  
 
_3 _2.7 _3.8 _ _Cd (mg/kg) _1.3 _3.8 _2 _3.3 _ _Cr (mg/kg) _61.2 _69 _52 _70 _ _Cu (mg/kg) 
_0.31 _0.9 _0.48 _0.71 _ _Hg (mg/kg) _0.28 _0.39 _0.17 _0.3 _ _Pb(mg/kg) _11 _27.4 _22.1 
_21 _ _Ni (mg/kg) _7.2 _26.3 _23 _18 _ _Zn (mg/kg) _84 _74 _62 _81 _ _Table 3: Particle 
size distribution of waste sediment and fly ashes.  
 
Name _SiO2 (%) _Fe2O3 (%) _Al2O3 (%) _MgO (%) _CaOtotal (%) _CaOfree (%) _SO3 (%) 
_ _Sode _47.3 _7.09 _21.63 _3.32 _8.52 _0.9 _4.02 _ _Sop _20.3 _1.91 _11.7 _1.07 _35.3 



_13.3 _17.1 _ _Methodology The water content of waste sediment is very high, after the 
dredging process, the sediment is disposed disposal area. The dewatering process is 
realized in order to reduce the high water content of waste sediment. The dewatering 
process realized in normal temperature at open room..  
 
Figure 2. Dewatering process (evolution of water content) of waste sediment in disposal 
site The dewatering process finish is when the water content reaches the desired point. 
The evolution of water content can be observed in figure 2.  
 
Due to its low water content the waste sediment is solved in to a smaller size and sieve 
it with 2 mm sieve size. The sieved sediment then mixed with the other binders (cement, 
lime and fly ash). The mixed composition with different quantities of binders realized, 
then after the material is well mixed (in dry condition) the water introduced in to the 
admixture then again mixed with mixer moving machine at a speed of 1-8 mm/s for 5-8 
minutes.  
 
The admixture subjected in to the mold sample and keep in the normal room 
temperature (26o) and after sample maker and the water content will be determined 
with proctor test for each composition. Mixture Composition The mixture composition is 
designed to identify the effect of the binders on the sample performance. For example 
with the sample content only with cement, it is realized to identify the effect of cement 
and as a comparison to other sample with different binder.  
 
Table 4. Mixture composition of sample Name _Cement _Lime _Sode _Sop _ _ _ _ _ _ _ 
_US _x _x _x _x _ _757Sode _7% _5% _7% _x _ _7514Sode _7% _5% _14% _x _ _7521Sode 
_7% _5% _21% _x _ _757Sop _7% _5% _x _7% _ _7514Sop _7% _5% _x _14% _ _7521Sop 
_7% _5% _x _21% _ _Cement _7 _5 _x _x _ _ The sample with untreated waste sediment is 
realized as a initial performance of the sample without any binders.  
 
The sample with 21% of fly ash is realized to identify the effect of fly ash in big volume, 
this composition is not recommended to be applied in a real in situ project, because in 
economical point of view this volume of fly ash (21) cost to much and very difficult to 
mixed. The mix composition of sample is presented in table 4. Results and Analysis The 
test realized in this study is the common test that normally done in stabilization soil or 
road construction work.  
 
The aim of this test is to verify the engineering performance of waste sediment 
stabilized with hydraulic binders or Pozzolanic binder (fly ash). Unconfined Compressive 
Strength This unconfined compressive strength test is performed to identify the 
strength of the sample on simple compressive. The unconfined compressive strength is 



performed with sample at curing age of 7, 14, 28, 56 and 90 days.  
 
According to previous study the minimum unconfined compressive strength value for 
parking area is 1 MPa at 28 days of curing age [17] Table 5. Result of Unconfined 
Compressive Strength Name _7 days (MPa) _14 days (MPa) _28 days (MPa) _60 days 
(MPa) _90 days (MPa) _ _US _0.45 _0.62 _0.7 _0.75 _0.8 _ _757Sode _0.75 _0.82 _0.95 _1.8 
_2.3 _ _7514Sode _0.8 _0.9 _1.2 _2.1 _2.8 _ _7521Sode _0.76 _0.87 _1.1 _2 _2.8 _ _757Sop 
_0.69 _0.8 _1.2 _1,9 _2.1 _ _7514Sop _0.78 _0.88 _1.1 _2 _2.4 _ _7521Sop _0.68 _0.8 _1.2 _2 
_2.5 _ _Cement _0.87 _1.05 _1.3 _1.4 _1.4 _ _ The result of unconfined compressive 
strength is showed in Table 5.  
 
The sample without any binders (US) shows insignificant increase of unconfined 
compressive strength, the unconfined compressive strength value of this sample cannot 
the minimum requirement of 1 MPa at 28 days of curing age. This result confirmed that 
without any binders the waste sediment of dredging work is not safe to be directly 
reused as a material even in parking area.  
 
The sample with only cement content performs the highest strength, since 7 days to 28 
days of curing age compared to other samples. This result is produced because the fast 
cement hydration. The cement hydration directly started when H2O is presented in to 
the mixture. In summary, this reaction produced Calcium Aluminate hydrate and 
Calcium Silicate hydrate, which known that the Calcium Silicate hydrate and Calcium 
Aluminate hydrate have a significant role on providing additional strength.  
 
The different percentage of fly ash in the samples (7%, 14% and 21%) shows an 
important effect on strength of compressive strength. As shown in table 5, the increase 
of the volume of fly ash (7%, 14% and 21%) directly increase the strength gained. Even 
though the strength value at 7-28 days is not as high as sample with cement content 
only, but the evolution of strength still detected.  
 
This result because at teen-age days of curing period (7 days) the Pozzolanic reaction is 
still not started yet. At this period of time, the cement hydration of cement and the filler 
effect of fly ash is the most dominant to provide strength. Contrary after 28 days of 
curing age, the sample started to show an significant evolution of strength.  
 
The Pozzolanic reaction starts to react and provide the additional strength. The strength 
value of samples with fly ash at 180 days show an significant different of strength value 
compared to sample with only cement content. The sample mixed with 14% and 21% of 
fly ash type 1 (7514Sode and 7521Sode) show the highest unconfined compressive 
strength at 180 days of curing ages.  



 
The difference percentage of fly ash (7%) doesn’t show any effect to the strength. Start 
from 7 days curing age, the unconfined compressive strength between these samples 
(7514Sode and 7521Sode) didn’t show any significant on unconfined compressive 
strength. This result happened because there is the excess of fly ash volume in the 
mixtures.  
 
According to this result we can concluded that insignificant strength evolution although 
the percentage of fly ash increase the volume of 21% of fly ash content in the mixtures 
considered as an excess case. The same pattern happened with fly ash type 2 (Sop), the 
sample with 14% and 21% of fly ash type 2 (7514Sop and 7521Sop) posses insignificant 
compressive strength at 180 days curing ages. The different type of fly ash clearly show 
has an important role in providing compressive strength.  
 
The samples treated with fly ash type 1 (Sode) present a highest compressive strength at 
60 days up to 90 days of curing age. The sample with fly ash type 1 (Sode) can reach up 
to 2.8 MPa at 90 days of curing age, the samples with fly ash type 2 (Sopo) posses 14% 
less at the same days curing age.  
 
This unconfined compressive strength confirmed that fly ash type 1 (Sode) is more 
reactive than fly ash type 2. Because according to ASTM C-618-98 [6], one of the most 
important factors to identify the reactivity of the Pozzolanic binder is the total amount 
of SiO2, Fe2O3 and Al2O3.  
 
If the percentage of fly ash content in the mixture is equal or more than 70%, then that 
particular Pozzolanic binder assumed would reacts stronger than other and this result 
confirmed this theory. Table 4 shows that the total amount of SiO2, Fe2O3 and Al2O3 of 
fly ash type 1 (Sode) is 76% and fly ash type 3 only posses 33%, Mouillage-Sechage Test 
This test is realized to determine the sensibility of the sample to the water.  
 
The sensibility to the water is very important, because if it is weak then the sample could 
not resists and the water can penetrates enter in to the micro structure of the sample 
and could bring the micro pollutants out and disperse it in to the environment surround 
and can harm the environment and the human. This is why we need to know how strong 
the bonding between the particles to resists the water penetrates in to the 
microstructure.  
 
The mouillage-sechage test is realize by subjecting the samples in to 10 cycles of 
mouillage-sechage test. The first cycle of the test will be the sechage condition where 
the sample will be put in to the oven with normal room temperature (270) for 24 hours 



straight. After the mouillage condition finish the second cycle is the mouillage cycle 
started.  
 
This cycle performed by drowning the samples in to the water for 24 hours I cycle of 
mouillage –sechage test consists of 24 hours of sechage condition and continue with 24 
hours mouillage condition. This cycle will be repeated for 10 times, then the 
mouillage-sechage considered accomplished. Figure 3. Evolution of compressive 
strength after Mouillage-Sechage test.  
 
After treated by Mouillage-sechage test for 10 cycles, the sample subjected to 
unconfined compressive strength test, this test is realized with sample with 90 days of 
curing age. As presented in Figure 3, the result of mouillage-sechage show a important 
degradation of the sample, and initiates e decrease on compressive strength. After 
treated with 10 cycles of mouillage-sechage test, the sample visually shows a significant 
degradation on its surface.  
 
This clearly shows an indication of the increase on strength. As shown in figure 3, 
sample with cement content only has the lowest compressive strength (0.68 MPa) after 
subjected to mouillage-sechage test, beside that, the sample with cement content show 
a highest reduction of compressive strength (54%). At 28 days we can assume that the 
cement hydration process already reach its maximum reaction.  
 
Unfortunately even at 90 days of curing age, it shows that the water still can penetrate in 
to the structure and weaken the bonding between the particles by fill the empty space 
in the microstructure. The sample with fly ash show less significant reduction of 
compressive strength after the mouillage-sechage test. This is because beside the 
Pozzolanic binder reaction, the role of fly ash as a empty spacy filler is very dominant, 
especially at 7 days-14 days of curing age.  
 
This filler effect can happen because of its fine particle size distribution. The empty 
space filled with fly ash increase the specific surface of the sample and makes the 
bonding between particles stronger. This is why the sample treated with fly ash is not 
very sensitive with the water.  
 
The increase of the percentage of fly ash makes a important remark on strength 
evolution. As we can observe in Figure 3, the sample with the highest percentage of fly 
ash (21%) for fly ash type1 (7521Sode) and for type 2 (7521Sop), present the highest 
compressive strength after mouillage-sechage test.  
 
The fly ash addition in this result of mouillage sechage test is clearly give a positive 



effect on sensitivity to water. Conclusion. The problematic of the stabilization of 
sediment polluted is the common hydraulic binder is not strong enough to increase the 
characteristic of the waste sediment to be reuse as a new material. In this study, the 
binder Pozzolanic such as fly ash is used as an alternative binder to stabilize this waste 
sediment.  
 
The majority of particle size distribution of waste sediment of Port of Cherbourg is in 
range of 2 - 63 µm. From four different locations of the sampling, the result is similar, 
this show the homogeneity of the waste sediment. Even though the majority of particle 
size distribution of fly ash is in the same range 2 - 63 µm but the percentage of <2 µm is 
almost three times than waste sediment.  
 
The chemical test presents the micro pollutant content in the waste sediment. According 
to Council of European Union classification, the waste sediment is classified as a 
non-hazardous waste; this means the waste sediment should be treated. The result of 
unconfined compressive strength shows the sample with the highest compressible 
strength at 28 days is the sample with cement content only, contrary to this result after 
90 days of curing age, the sample with 14% and 21% of fly ash type 1.  
 
In this result, the addition of fly ash clearly shows increase on the unconfined 
compressive strength, especially after 60 days of curing age. The addition of fly ash is 
proven to increase the sensibility of the sample to water. The sample becomes more 
resistant to water. This sensibility of the water is important to prevent the dispersionof 
the micro pollutant in to the surrounding area, harm the environment and human.  
 
References D. Wang, Wiltshire “Land reclamation and enhancement of soft marine 
sediment for road building” Marine Georesource and Geotechnology, vol.36, pp. 
419-428, March 2014. J. Behmanesh , “Etude de la durabilite d’un sediment traitee au 
ciment et l’additifs” Ph.D dissertation, Universite de Caen Basse Normandie, France, 2008 
E.  
 
Silitonga, “Impact of Pozzolanic binder addition on stabilization of polluted dredged 
sediment on its potential reuse as a new resource material for road construction in 
Basse Normandie, France” IOP conf. series: material, science and engineering, vol 309, 
pp. 1-6, 2018. D. Wang, N. E. Abriak, “Compressibility behavior of Dunkirk structured and 
reconstituted marine soil.” Marine Geo resource and Geotechnology, vol. 33, pp. 
419-428, Oct, 2014. D.  
 
Wang, R., Zentar, N. E. Abriak, S. Di “Long term mechanical performance sediment 
solidified by cement, lime and fly ash” Marine Georesource and Geotechnology, vol. 36, 



pp 123-130, 2018. E. M. Silitonga, “Experimental research of stabilization of polluted 
marine dredged sediment by using Silica Fume ” Matec Web of Conf, vol. 136, pp. 50-58, 
2017. D. Zhibo,“ Caracterisation, stabilisation et solidification de sediment marine” Ph.D  
 
dissertation, Universite de Caen Basse Normandie, France 2008 Z. Shahri, C. M. Chan, 
“Assement of metal concentration in dredged marine sediment: contamination indices” 
ARPN journal of engineering and applied sciences, vol. 11 no.8, pp. 5336-5341, April 
2017. E. Silitonga, “Stabilization and solidification of polluted marine dredged sediment 
of port en bessin, France” IOP conf.  
 
series: material, science and engineering, vol. 5, no. 6, 2016. D. Colin, “Valorisation des 
sediments fins de dragage en technique routiere” Ph.D dissertation, Universite de Caen 
Basse Normandie, France, 2003. P. Velmurugan, “utilization of textile effluent waste 
sludge in brick production” International journal of science: basic and applied research, 
vol.  
 
4, pp 1-10, 2011 E. M. Silitonga, “Reutulisasi sedimen hasil pekerjaan sebagai material 
baru dalam pekerjaan pembangunan jalan,” Journal of Educational Building, II (1), pp. 
94-103, 2016 E. M. Silitonga, “Stabilisasi dan identifikasi sedimen hasil pekerjaan 
pengerukan pelabuhan,” Journal of Educational Building, II (2), pp. 50-58, 2016.  
 
Decision of Council of European Union. Decision no.2003/33/CE du 19/12/02 
d’etablissant des critere et des procedures d’admision des dechets dans le dechagres, 
conformement a l’article 16 et a l’annexe II de la directive 1999/31/ 2003, France, 2003. 
E. M. Silitonga, “Identifikasi jumlah CaOfree dalam campuran beton dengan 
mempergunakan agen pozzolanik” Jurnal Penelitian Saintika, vol.  
 
18, pp. 107-112, 2017. ASTM International “Standard Specification for Coal Fly Ash and 
Raw or Calcined Natural Pozzolan for Use in Concrete” ASTM International, West 
Conshohocken, PA, 2017 D. Levacher, M.  
 
Sanchez, “Characterizations de sediments marin pour une mise endepot a terre et en 
remblai” European journal of environmental and civil engineering, vol. 15, pp. 167-178, 
2011.  
 
INTERNET SOURCES: 
------------------------------------------------------------------------------------------- 
<1% - https://iciesc.unimed.ac.id/kfz/pages/abstracts1.php 
<1% - http://www.academia.edu/Documents/in/Video_Stabilization 
<1% - https://www.researchgate.net/profile/Ioannis_Ieropoulos 



<1% - https://www.princeton.edu/~cml/assets/pdf/9938chang_flyash.pdf 
<1% - 
https://www.bukitlawang-jungletrekking.com/eco-tourism-program/care-now-project/ 
<1% - https://link.springer.com/chapter/10.1007/978-3-319-61612-4_33 
<1% - http://www.paralia.fr/jngcgc/14_69_silitonga.pdf 
<1% - https://www.gpo.gov/fdsys/pkg/CZIC-td196-m4-t5/html/CZIC-td196-m4-t5.htm 
<1% - https://www.sciencedirect.com/science/article/pii/B9780081002148000099 
<1% - https://www.researchgate.net/profile/Pt_Ravichandran 
<1% - 
http://www.world-nuclear.org/information-library/nuclear-fuel-cycle/nuclear-wastes/rad
ioactive-waste-management.aspx 
<1% - https://patents.google.com/patent/KR20010000333A/en 
<1% - https://setac.onlinelibrary.wiley.com/doi/full/10.1897/IEAM_2004a-015.1 
<1% - 
http://www.world-nuclear.org/information-library/country-profiles/countries-a-f/france.
aspx 
<1% - https://www.researchgate.net/profile/Himabindu_Vurimindi2 
<1% - https://www.sciencedirect.com/science/article/pii/S0304389412011600 
<1% - http://demo.webdefy.com/rilem-new/proceedings-003-01/ 
<1% - https://www.sciencedirect.com/science/article/pii/S0008884617301539 
<1% - https://ascelibrary.org/doi/10.1061/%28ASCE%29HZ.2153-5515.0000351 
<1% - https://www.sciencedirect.com/science/article/pii/S0950061818305099 
<1% - https://www.scribd.com/document/307212598/234r-96-Silica-Fume-pdf 
<1% - https://www.sciencedirect.com/science/article/pii/B9780857094988500038 
<1% - 
http://conf.tac-atc.ca/english/resourcecentre/readingroom/conference/conf2007/docs/s
8/Bujulu.pdf 
<1% - http://iopscience.iop.org/volume/1757-899X/309 
<1% - http://www.jcronline.org/doi/full/10.2112/JCOASTRES-D-16-00182.1 
<1% - http://www.mdpi.com/2075-163X/4/2/330/htm 
<1% - https://www.tandfonline.com/doi/full/10.1080/1064119X.2016.1198945 
<1% - 
http://personal.its.ac.id/files/pub/5316-januarti-Januarti-Physico-Chemical%20Characteri
zation%20of%20Fly%20Ash-ASEM13%20Jeju%20Korea.pdf 
<1% - 
http://www.civil.iitm.ac.in/people/faculty/srgandhi/International%20%20Conferences/Bh
uvneswari.pdf 
<1% - 
https://www.slideshare.net/chetansingh999/final-report-on-behaviour-of-geopolymer-c
oncrete 



<1% - http://www.fao.org/docrep/d3200e/d3200e03.htm 
<1% - https://www.researchgate.net/profile/Antonella_Iacondini 
<1% - http://archive.unu.edu/env/Arsenic/Hamel.pdf 
<1% - https://www.scribd.com/document/84823739/Dredging 
<1% - http://jabfm.org/content/28/1/90.full 
<1% - 
https://www.noexperiencenecessarybook.com/xnJgo/proceedings-of-the-18th-annual-s
ymposium-of-the-ieee-photonics.html 
<1% - 
http://www.academia.edu/6978811/IOSR_Journal_of_Engineering_IOSR-JEN_Volume_4_I
ssue_4_Version_3 
<1% - https://patents.google.com/patent/US5772752A/en 
<1% - 
http://www.academia.edu/9683688/Plant_optimisation_and_ash_recycling_in_fluidised_b
ed_waste_gasification 
<1% - 
https://www.scribd.com/document/19570678/EM-1110-2-5025-Dredging-and-Dredged
-Material-Disposal-Web 
<1% - https://www.researchgate.net/profile/Changzhu_Yang 
<1% - https://link.springer.com/article/10.1007%2Fs13361-017-1737-5 
<1% - https://link.springer.com/article/10.1186/s40064-016-1664-0 
<1% - 
https://www.scribd.com/doc/178756711/ASTM-D-2166-00-Standard-Test-Method-for-
Unconfined-Compressive-Strength-of-Cohesive-Soil 
<1% - 
http://www.civil.ist.utl.pt/~cristina/RREst/ApontamentosComplementares/Strengthening
%20Footings/IJ_37.pdf 
<1% - https://www.researchgate.net/profile/Amiruddin_Ismail 
<1% - https://link.springer.com/article/10.1007/s10163-014-0337-8 
<1% - http://www.icomat.in/assets/articles/compressivestrength_concrete.pdf 
<1% - https://www.scribd.com/document/319306621/5 
<1% - 
http://www.academia.edu/31670452/Internal_curing_of_high_performance_concrete_usi
ng_cenospheres 
<1% - https://www.sciencedirect.com/topics/chemistry/calcium-hydroxide 
<1% - 
https://www.scribd.com/document/331141820/Stabilization-of-Black-Cotton-Soil-using-
Alkali-Activated-Fly-Ash 
<1% - https://link.springer.com/article/10.1007%2Fs00217-017-2961-8 
<1% - https://link.springer.com/article/10.1617%2Fs11527-013-0162-x 



<1% - 
https://www.scribd.com/document/207137600/CC-Pavements-Guidelines-Circular-8-8-2
013 
<1% - http://dl.uctm.edu/journal/node/j2013-1/8_Stojanov_54-60.pdf 
<1% - https://www.sciencedirect.com/science/article/pii/S0950061815002731 
<1% - https://www.linkedin.com/in/nima-farzadnia-89a7a038 
<1% - https://issuu.com/ppcacademic/docs/e-proceeding-isst2015_8d91e95f888692 
<1% - 
https://fenix.tecnico.ulisboa.pt/downloadFile/395144992506/Resumo%20Alargado.pdf 
<1% - https://patents.google.com/patent/WO2003002633A1/en 
<1% - https://rd.springer.com/content/pdf/10.1007%2Fs11595-011-0349-3.pdf 
<1% - https://www.researchgate.net/profile/S_P_Singh 
<1% - https://nepis.epa.gov/Exe/ZyPURL.cgi?Dockey=1000323Z.TXT 
<1% - https://www.icevirtuallibrary.com/doi/full/10.1680/macr.14.00134 
<1% - https://www.sciencedirect.com/science/article/pii/S0008884603000085 
<1% - http://www.icevirtuallibrary.com/doi/10.1680/macr.14.00189 
<1% - https://www.revolvy.com/topic/Fly%20ash&item_type=topic 
<1% - 
https://www.scribd.com/document/338217891/doi-10-1080-2F09593330-2017-1287220 
<1% - https://www.slideshare.net/Ashishk095/development-and-properties-of 
<1% - https://www.revolvy.com/topic/Waste%20treatment&item_type=topic 
<1% - 
https://www.researchgate.net/publication/270175432_Effect_of_addition_of_tire_chips_o
n_the_unconfined_compressive_strength_of_fly_ash-lime-gypsum_mixture 
<1% - https://www.tandfonline.com/doi/full/10.1080/10298436.2015.1095902 
<1% - 
https://www.researchgate.net/publication/244484063_Some_advances_in_understanding
_the_pozzolanic_activity_of_zeolites_The_effect_of_zeolite_structure 
<1% - http://docplayer.fr/9458901-Universite-de-caen-basse-normandie-france.html 
<1% - 
https://www.researchgate.net/publication/277505671_On_the_mechanical_behaviour_of_
dredged_submarine_clayey_sediments_stabilized_with_lime_or_cement 
<1% - http://aip.scitation.org/doi/10.1063/1.4758311 
<1% - http://www.arpnjournals.com/jeas/volume_08_2016.htm 
<1% - https://fr.linkedin.com/in/bidel-flavie-163a6082 
<1% - https://www.scribd.com/document/322364883/sludge-brick-doc 
<1% - http://www.harptherapyjournal.com/topics.html 
<1% - https://www.astm.org/Standards/C618.htm 
 


