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DAFTAR LAMPIRAN 

         Halaman      

Lampiran 1 Perbesaran Optical Microstruktur 90 x ---------------------------------- 55 

Lampiran 2 Perbesaran Optical Microstruktur 225 x --------------------------------- 56 

Lampiran 3 Hasil J Microvision sampel 1 noktah 2 ---------------------------------- 57 

Lampiran 4 Hasil J Microvision sampel 1 noktah 3 ---------------------------------- 58 

Lampiran 5 Hasil J Microvision sampel 1 noktah 4 ---------------------------------- 59 

Lampiran 6 Hasil J Microvision sampel 2 noktah 2 ---------------------------------- 60 

Lampiran 7 Hasil J Microvision sampel 2 noktah 3 ---------------------------------- 61 

Lampiran 8 Hasil J Microvision sampel 2 noktah 4 ---------------------------------- 62 

Lampiran 9 Hasil J Microvision sampel 3 noktah 1 ---------------------------------- 63 

Lampiran 10 Hasil J Microvision sampel 3 noktah 2 --------------------------------- 64 

Lampiran 11 Hasil J Microvision sampel 3 noktah 3 --------------------------------- 65 

Lampiran 12 Hasil J Microvision sampel 3 noktah 4 --------------------------------- 66 

Lampiran 13 Hasil J Microvision sampel 4 noktah 1 --------------------------------- 67 

Lampiran 14 Hasil J Microvision sampel 4 noktah 2 --------------------------------- 68 

Lampiran 15 Hasil J Microvision sampel 4 noktah 3 --------------------------------- 69 

Lampiran 16 Hasil J Microvision sampel 4 noktah 4 --------------------------------- 70 

Lampiran 17 Hasil J Microvision sampel 5 noktah 1 --------------------------------- 71 

Lampiran 18 Hasil J Microvision sampel 5 noktah 2 --------------------------------- 72 

Lampiran 19 Hasil J Microvision sampel 5 noktah 3 --------------------------------- 73 

Lampiran 20 Hasil J Microvision sampel 5 noktah 4 --------------------------------- 74 

Lampiran 21 Hasil masing-masing data pada pengujian tarik ----------------------- 75 

Lampiran 22 Hasil masing-masing data pada pengujian kekerasan makro-------- 78 
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